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KMgBi single crystals are grown by using the Bi flux successfully. KMgBi shows semiconducting
behavior with a metal-semiconductor transition at high temperature region and a resistivity plateau
at low temperature region, suggesting KMgBi could be a topological insulator with a very small
band gap. Moreover, KMgBi exhibits multiband feature with strong temperature dependence of
carrier concentrations and mobilities.
PACS numbers: 72.20.-i, 72.20.My, 71.28.+d
I. INTRODUCTION
Topological materials have attracted tremendous at-
tentions in the last decade, not only because of their
fundamental importance but also because of their po-
tential applications in future technology. After a large
number of theoretical and experimental studies, vari-
ous topological materials have been predicted and con-
firmed, such as topological insulators (TIs) and super-
conductors (TSCs),1,2 Dirac semimetals (DSMs),3–6 and
Weyl semimetals (WSMs).7–15 Moreover, Weyl fermions
in the condensed matters can be further classified into
two types.16 For type-I WSMs, there is a topologically
protected linear crossing of two bands (Weyl point) at
the Fermi energy level (EF ), resulting in a point-like
Fermi surface. In contrast, for type-II WSMs, when
the Lorentz invariance is violated, the conical spectrum
can be strongly tilted and the Fermi surface is no longer
point-like. Instead, it consists of electron and hole pock-
ets with finite density of states at EF . In recent years,
the type-II WSMs have been theoretically predicted and
experimentally verified in several materials, like (W,
Mo)Te2.
16–28 Although the type-I DSMs, such as Na3Bi
and Cd3As2, have been discovered,
3–6 the type-II DSMs
which are the spin-degenerate counterparts of type-II
WSMs are still rare. Very recently, theoretical study pre-
dicts that PtSe2-type materials are type-II DSMs and it is
confirmed by angle-resolved photoemission spectroscopy
(ARPES) measurements.29,30
On the other hand, the PbClF-structure type is
an important structural prototype, which has been
found in hundreds of materials. They exhibit various
novel physical properties, such as superconductivity in
Li/NaFeAs and ferromagnetic semiconducting behavior
in Li(Zn,Mn)As etc.31–34 Importantly, recent experimen-
tal and theoretical studies further indicate that materials
with PbClF-structure could also host various topological
states. For example, the monolayer of ZrSiO is predicted
to be a two-dimensional (2D) TI and many of isostruc-
tural compounds with formula of WHM (W = Zr, Hf,
or La, H = Si, Ge, Sn, or Sb, and M = O, S, Se, and
Te) possess a similar electronic structure.35 The ARPES
measurements reveal that the topmost unit cell on the
(001) surface of ZrSnTe single crystals could be a 2D TI
with a curved EF ,
36 thus confirming the theoretical pre-
diction. Moreover, if the spin-orbit coupling (SOC) can
be neglected, they will become three-dimensional (3D)
node-line DSMs, which has been observed in ZrSiS.37
Very recently, KMgBi with PbClF-structure is theoret-
ically predicted to be a 3D DSM and the Dirac fermions
are protected by the C4v point group symmetry.
38 Fur-
thermore, when compared to Na3Bi and Cd3As2, the
dispersion of the Dirac fermions in KMgBi is highly
anisotropic because of weak dispersion of the px and
py orbitals of Bi along the z-direction. It suggests
that KMgBi is located at the edge of type-I and type-
II DSM phases. When doping Rb or Cs into K site,
K1−xRxMgBi(R = Rb, Cs) can be tuned between these
two DSM phases.38 Motivated by the theoretical study,
in this work, we study the physical properties of KMgBi
single crystals in detail. Experimental results indicate
that KMgBi exhibits a narrow-band semiconducting be-
havior with multiband feature, different from the theo-
retically predicted 3D DSM behavior. Moreover, there
is a resistivity plateau appearing at low temperature re-
gion, implying that there may be a nontrivial topological
surface state in KMgBi. Interestingly, a non-bulk super-
conducting transition emerges at Tc ∼ 2.8 K. It could
originate either from extrinsic superconducting second
phase or from intrinsic filamentary superconductivity of
KMgBi.
II. EXPERIMENTAL
KMgBi single crystals were grown by using the Bi flux
with the molar ratio of K : Mg : Bi = 1 : 1 : 18. K
chunk (99.5 %), Mg chip (99.9 %) and Bi shot (99.99
%) were mixed and put into an alumina crucible, cov-
ered with quartz wool and then sealed into the quartz
tube with partial pressure of argon. The sealed quartz
ampoule was heated to and soaked at 600 K for 4 h,
then cooled down to 300 K with 3 K/h. At this tem-
perature, the ampoule was taken out from the furnace
2and decanted with a centrifuge to separate KMgBi crys-
tals from Bi flux. KMgBi single crystals with typical
size 3×4×0.3 mm3 can be obtained. Because the raw
materials and KMgBi are highly air-sensitive, all manip-
ulations were carried out in an argon-filled glovebox with
an O2 and H2O content below 0.1 ppm. X-ray diffrac-
tion (XRD) patterns of powdered small crystals and a
single crystal were collected using a Bruker D8 X-ray
Diffractometer with Cu Kα radiation (λ = 0.15418 nm)
at room temperature. Rietveld refinements of the XRD
patterns were performed using the code TOPAS4.39 Elec-
trical transport and heat capacity measurements were
carried out in a Quantum Design PPMS. The longitudi-
nal and Hall electrical resistivity were measured using a
four-probe method on single crystals cutting into rectan-
gular shape. The current flows in the ab plane of samples.
The Hall resistivity was obtained from the difference of
the transverse resistivity measured at the positive and
negative fields in order to remove the longitudinal resis-
tivity contribution due to voltage probe misalignment,
i.e., ρxy(H) = [ρ(+H)− ρ(−H)]/2. Magnetization mea-
surements were carried out by using a Quantum Design
MPMS3.
III. RESULTS AND DISCUSSION
The crystal structure of KMgBi is composed of the
Mg-Bi and K layers stacking along the c-axis direction
alternatively (inset of Fig. 1(a)).40 In Mg-Bi layer, Each
Mg atom is coordinated with four Bi atoms and the
tetrahedra of MgBi4 are connected each other by edge-
sharing. The crystal structure of KMgBi with the space
group P4/nmm is similar to the 111 family of iron-based
superconductors,31,32 where K, Mg and Bi atoms are re-
placed by Li, Fe and As atoms, respectively. The main
panel of Fig. 1(a) shows the powder XRD pattern and re-
finement of crushed KMgBi crystals. All reflections can
be well indexed using the P4/nmm space group. The
determined lattice parameters are a = 4.8808(4) A˚ and
c = 8.3765(3) A˚, consistent with previous results.40 The
XRD pattern of a single crystal (Fig. 1(b)) reveals that
the crystal surface is normal to the c-axis with the plate-
shaped surface parallel to the ab-plane. The plate-like
crystals with square shape (inset of Fig. 1(b)) is con-
sistent with the layered structure and the tetrahedron
symmetry of KMgBi. Moreover, the crystals are rather
soft and very easy to cleave along the ab-plane.
Temperature dependence of zero-field electrical resis-
tivity ρxx(T ) in the ab-plane for KMgBi single crystal is
shown in Fig. 2. The ρxx(T ) decreases with lowering
temperature gradually and then exhibits semiconducting
behavior when T < Tm (∼ 110 K) (inset (a) of Fig. 2).
Moreover, the absolute value of ρxx(T ) is relative small.
Thus, it suggests that KMgBi should be a narrow-band
semiconductor rather than a semimetal. Assuming the
semiconducting behavior is intrinsic and using the ther-
mal activation model ρxx(T ) = ρ0exp(Eg/2kBT ), the fit
10 20 30 40 50 60 70 80 90
10 20 30 40 50 60 70 80 90
(a)
(b)
 Observed
 Calculated
 Difference
 
 
In
te
ns
ity
 (a
rb
. u
ni
ts
)
2  (deg.)
(0
06
)
(0
03
)
(0
04
)
(0
07
)
(0
05
)
(0
01
)
 
 
In
te
ns
ity
 (a
rb
. u
ni
ts
)
2  (deg.)
(0
02
)
FIG. 1. (a) Powder XRD pattern of KMgBi. Inset: Crystal
structure of KMgBi. The small green, medium blue and big
red balls represent Mg, Bi and K atoms, respectively. (b)
XRD pattern of a KMgBi single crystal. Inset: photo of a
typical KMgBi single crystal. The length of one grid in the
photo is 1 mm.
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FIG. 2. Temperature dependence of the in-plane resistivity
ρxx(T ) of KMgBi single crystal at zero field. Inset: enlarged
part of ρxx(T ) (a) between 70 and 140 K and (b) below 5 K.
3of ρxx(T ) between 40 and 100 K gives the band gap Eg ∼
11.2(3) meV (130(4) K), which is much smaller than the
calculated Eg without SOC (362.8 meV).
38 On the other
hand, the metal-semiconductor transition at high tem-
perature region can also be explained by this small band
gap: once the temperature is comparable to the Eg, it
will become degenerate semiconductor behaving like a
bad metal. This phenomenon has been observed in some
of doped semiconductors, such as Ga doped ZnO films
and indium tin oxide films etc.41,42
Surprisedly, when further decreasing temperature be-
low about 20 K, the slope of ρxx(T ) curve becomes
smaller and the resistivity plateau appears. It im-
plies that another conducting channel becomes dominant
when the bulk resistance becomes relatively high. This
phenomenon is very similar to those observed in TIs,
like Bi2Te2Se and SmB6,
43,44 and could be explained by
the existence of metallic surface state which is topolog-
ically protected. This surface state has been predicted
in theory.38 Moreover, theoretical calculation indicates
that when compressing the lattice along the a axis with
2% change, the Dirac nodes in KMgBi will be gapped
out and KMgBi will change from a DSM to a three-
dimensional (3D) strong TI.38 It seems more consistent
with the present ρxx(T ) result. This surface state needs
to be confirmed further by other techniques, such as
ARPES measurement. More interestingly, there is a drop
in the ρxx(T ) curve when T < 2.8 K (inset (b) of Fig.
2) and this transition shifts to lower temperature under
magnetic field (not shown here). It indicates that this
drop results from a superconducting transition. Due to
the broad transition width and the non-zero ρxx(T ) at 2
K, this superconductivity should be non-bulk, which is
confirmed by heat capacity and magnetization measure-
ments shown below.
The magnetoresistance (MR) (MR = (ρxx(T,H) −
ρxx(T, 0))/ρxx(T, 0) = ∆ρxx/ρxx(T, 0)) at various tem-
peratures are shown in Fig. 3(a). The MR at 5 K is
about 33 % under H = 90 kOe, which is much smaller
than topological or compensated SMs, such as Cd3As2,
TaAs, WTe2, LaBi etc.
15,46–48 Moreover, the MR at H =
90 kOe does not change with temperature monotoni-
cally. With increasing temperature, the MR increases
initially and then starts to decrease. The maximum of
MR appears at T ∼ 60 K. The small MR at low tem-
peratures can be partially related to the rather large
ρxx(T, 0). On the other hand, if there is a single type
of carrier and the scattering time τ is same at all points
on the Fermi surface, the MR will follow the Kohler’s
rule: the MR measured at various temperatures can be
scaled into a single curve, MR = F (H/ρxx(T, 0)).
49,50
Clearly, the scaled MR curves do not fall into one curve
for KMgBi (Fig. 3(b)), indicating that the Kohler’s rule
is violated. It strongly suggests that there are more than
one type of carrier and the carrier concentrations and/or
the mobilities of electron and hole are strongly tempera-
ture dependent.51,52
Fig. 4(a) shows the field dependence of Hall resistivity
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FIG. 3. (a) Magnetoresistance (MR) of ρxx(T,H) and (b)
MR vs. H/ρxx(T, 0) at various temperatures for H ‖ c.
ρxy(H) at various temperatures. The ρxy(H) curves are
almost linear with positive slope at high temperatures,
and start to bend strongly when T < 60 K. With further
decreasing temperature (T ≤ 30 K), the ρxy(H) curves
become nearly linear again and the slopes are small. The
corresponding Hall coefficient RH(T ) (= ρxy(T,H)/H)
at H = 90 kOe increases with decreasing temperature
at first and then decreases quickly when T < 60 K. Fi-
nally, at T ≤ 30 K, the RH(T ) becomes almost temper-
ature independent. Interestingly, the temperature region
where the ρxy(H) exhibits remarkably nonlinear behav-
ior accompanying with the sharp drop of RH(T ) is nearly
same as that where the ρxx(T ) shows remarkably semi-
conducting behavior.
According to the two-band model, the ρxy(H) can be
expressed as,49,50
ρxy(H) =
µ0H
|e|
(nhµ
2
h − neµ
2
e) + (nh − ne)(µeµh)
2(µ0H)
2
(nhµh + neµe)2 + (nh − ne)2(µeµh)2(µ0H)2
(1)
where ne,h and µe,h are carrier concentrations and mo-
bilities of electron and hole, respectively. Using this
model, the fitted ne,h and µe,h as a function of temper-
ature are shown in Fig. 4(c) and (d). The ne,h(T ) de-
crease gradually with lowering temperature but the slope
is larger when T ≤ 100 K (Fig. 4(c)). Then, the ne,h(T )
become almost temperature independent at T < 60 K.
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FIG. 4. (a) Field dependence of Hall resistivity ρxy(H) up to
H = 90 kOe for H‖c at various temperatures. (b) Tempera-
ture dependence of Hall coefficient RH(T ) at H = 90 kOe. (c)
Temperature dependence of fitted electron- and hole-type car-
rier concentrations ne,h(T ). (d) Fitted mobilities of electron
and hole µe,h(T ) as a function of temperature.
The ratio of nh to ne at T > 60 K is larger than 1, in-
dicating that the dominant carrier in KMgBi is hole and
consistent with the positive slope of ρxy(H) at high tem-
perature. In contrast, the nh/ne is slightly smaller than
1 between 20 and 60 K, i.e., there are more electrons
than holes, leading to the strong downward bending of
ρxy(H) at high field region. The estimated ne,h at 2 K
and 300 K are about 1.3×1015 and 3.3×1016 cm−3, re-
spectively. Such low ne,h are comparable with those in
typical TIs, such as Bi2Te2Se and Sb doped Bi2Se3,
43,53
but much smaller than those in SMs, such as Cd3As2 and
WTe2.
46,54 Moreover, the strong enhancement of ne,h(T )
with temperature at T > 50 K also confirms the semi-
conducting feature of KMgBi. On the other hand, the
µe,h(T ) exhibit similar temperature dependence to the
RH(T ). They increase monotonically with decreasing
temperature from 300 K to 60 K and this is often ob-
served when the lattice scattering is dominant. In con-
trast, the µe,h(T ) decrease quickly when T < 60 K and
then become nearly temperature independent below 30
K. The decreases of µe,h(T ) should be the main cause of
the remarkable increase of ρxx(T ) and it could be due to
the impurity scattering, which enhances with decreasing
temperature and dominates over the lattice scattering at
low temperature region.55 Moreover, strong temperature
dependence of ne,h(T ) and µe,h(T ) should be the reasons
that cause the violation of Kohler’s rule in KMgBi (Fig.
3(a)).
Fig. 5 shows the temperature dependence of heat ca-
pacity for KMgBi single crystal. The relation between
Cp(T )/T and T
2 is not linear even at very low tempera-
ture region (2.2 K < T < 6.8 K). The fit using the for-
mula Cp/T = γ + βT
2 + δT 4 is rather good and it gives
γ = 0.2(3) mJ mol−1 K−2, β = 0.68(3) mJ mol−1 K−4,
and δ = 0.0079(6) mJ mol−1 K−6. The electronic spe-
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FIG. 5. The relationship between Cp/T and T
2 for KMgBi
single crystal at low temperature region. The red solid
curve represents the fitting result using the formula Cp/T =
γ + βT 2 + δT 4. Inset: temperature dependence of magnetic
susceptibility χ(T ) at H = 10 Oe with ZFC and FC modes
for H ‖ ab.
cific heat coefficient γ is almost zero, consistent with the
extremely low carrier concentrations of KMgBi from Hall
measurement. The Debye temperature ΘD is estimated
to be 212(8) K using the formula ΘD = (12pi
4NR/5β)1/3,
where N is the atomic number in the chemical formula
(N = 3) and R is the gas constant (R = 8.314 J mol−1
K−1). The absence of the heat capacity jump at T ∼
2.8 K indicates that the superconductivity appearing in
KMgBi is not bulk. This non-bulk superconductivity
is confirmed by the magnetization measurement (inset
of Fig. 5). Although there is a diamagnetic transition
in the magnetic susceptibility χ(T ) curves at Tc,onset ∼
2.8 K when H = 10 Oe with zero-field-cooling (ZFC)
and field-cooling (FC) modes and the transition temper-
ature is close to that corresponding to the drop in the
ρxx(T ) curve, the superconducting volume fractions are
very small (∼ 1 and 2 % at 1.8 K for ZFC and FC χ(T )
curves). Because the Tc is close to that of KBi2 (Tc = 3.57
K),45 this superconducting phase could originate from
the tiny of KBi2. But it has to be mentioned that we
measured at least ten samples that are carefully cleaved,
cut and scratched, and all of samples exhibit supercon-
ducting transition with similar Tc. It implies that there is
either a tiny KBi2 embedded or an intrinsic filamentary
superconductivity existing in KMgBi single crystals. If it
is intrinsic, the measurements using the surface-sensitive
spectroscopy techniques, such as ARPES or scanning
tunneling microscope measurements, would further help
to distinguish whether the superconductivity is related
to the possible non-trivial surface state.
IV. CONCLUSION
In summary, we grow the KMgBi single crystals by us-
ing the Bi flux successfully. It has a layered structure
5with space group P4/nmm (PbClF-structure). KMgBi
exhibits the metal-semiconductor transition at Tm ∼ 110
K with a resistivity plateau below 30 K. It strongly sug-
gests that KMgBi should be a TI with small band gap,
which is different from the predicted DSM state in the-
ory. The MR and Hall measurements indicate that there
are two kinds of carriers in KMgBi with extremely low
concentrations. Moreover, the MR does not follow the
Kohler’s rule because the carrier concentrations and mo-
bilities of electron and hole significantly depend on tem-
perature. Further analysis implies that the remarkable
upturn behavior of ρxx(T ) can be ascribed to the de-
crease of mobilities. This decrease possibly results from
the crossover from lattice scattering to impurity scatter-
ing mechanism at low temperature region.
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